AAAAA

ERDENES TAVANTOLGOI

COAL QUALITY
SPECIFICATION

[ ———————— N2 ETT_SP_SSC —

N
ISO
p\vo g
ISO 45001:2018
/TR
ISO
NS
ISO 9001:2015
/TR
ISO
NS

ISO 14001:2015




ETT_SP_SSC General info

ERDENES TAVANTOLGOI

COAL STOCKPILES QUALITY (weighted average)

TOTAL
MOISTURE (ar)

<5.0%

TOTAL SULPHUR
(db)

<1.0%

VOLATILE
MATTER (daf)

<37.0%

ASH (db)

<9.0%

QUANTITY

32.0

THOUSAND TONS

G INDEX

275.0

THE FOLLOWING IS THE RESULT OF THE LABORATORY TESTS

ALS GROUP LLC
Meongol Nokhme! Buiding, 16nd khoroo
Chinggis Avenue, Khan-Usl Diskict
Usanbastar, Mongalia

Tet 076 70 007887

CERTIFICATE OF ANALYSIS
25621, 628, G166, G178, G252, G254, G345, H213, H218, H320, H424-TT

CLIENT: Erdenes Tavan Tolgol JSC SAMPLES RECEIVED: 2/07/2025 24/08/2025
2/07/2025 2410812025
ADDRESS: Finance Center, Jigjidjav-8 3/07/2025 25/08/2025
15tkhoroo, Chingeltei Distrct + FINAL
Ulaanbastar, Mongolia 3/07/2025 250812025
: CSPSC, CSPC, CSPG
ATTN: Javzandulam.B 1.2_COKING COAL
THMOIS. ASH, YOL
PROJECTNO. xxx TSUL: GSN; GKIN
LAB. JOB NO. 25G21, G28, G166, G178, G252, G254, G345, H213, H218, H320, H424.TT Laboratory Manager’
H Erdens
NO.SAMPLES: 16 457
Notes/Comments: 000
These test results are coprasentative only of the sampie received in the laboratory. S -
STANDARD METHOD GB/T 211 | GB/T 212 | GB/T 212 | GBIT 212 | 180 19579 | GB/T 212 | GBr 212 | GB/T 212 | GBIT 212 l 1S0 19579 | GB/T 212 I GB/T 212 | GBIT 212 I 1SO 19579 | GB/T 212 | GB/T 212 | 1SO 19579 | GBIT 5448 GBIT 5447
AS RECEIVED BASIS AR DRIED BASIS DRY BASIS DRY, ASH-FREE BASIS
Crucible
Total Volstlle Total Volatile Total Volatile Total Volatile Total Coal Caking Index
LAB NO. SAMPLE NO. Moisturs 'A‘;:) Matior | 04 | suiphur "::‘g'l‘;'l' (:;:) Matier | 09| suphur (:;:1 r | ganed | suphur | Matier [ X9 | suiphur el (CKIN)
(™) voL) (TSuL) (voL) (TsuL) (voL) (tsu) | (vor) osu | Cicony
3 1 3
173202 1.96 6.60 34 58.10 0.61 1.21 665 3359 58.55 0.62 673 34.00 59.26 0.63 36.46 63.54 0.67 7.5 5
173302 2 8.36 49 55.83 0.64 1 847 92 6.55 0.65 8.56 3429 57.16 0.65 37.49 62,51 0.71 75 S
i 17370. 8 690 62 56.80 061 7.00 14 7.69 0.62 7.0¢ 3455 58.37 063 3718 62.82 0.68 75 7 3
18151 29 6.5 77 7.43 0.63 6.61 33 8.40 0.64 6.7. 3.89 9.38 0.65 36.33 6387 70 65 2
18291 7 52 3223 596 g 544 9 728 0 85 a2 803 T 3654 3.46 55 65 77
18301 a9 7.0 3334 5,10 59 723 12 741 0 73 455 .13 T 3728 272 6 s 5
18882 00 2.5 3198 549 55 7.82 23 7.66 7 7.9. 3.67 8.41 8 36.56 3.44 63 65 79
25188921 00 7.2 3259 613 55 1 750 56 781 7 7.5 395 8.47 7 373 327 62 7.0 83 5
25139021 41 600 | 3286 | 5687 | )| 128 627 33.85 6 63 420 | 5936 51 662 | 6338 055 70 85
10 p 7 594 73 .57 108 59 3357 - 434 |- w6z ) 655 | 6aas 0.68 65 7%
11 185 636 57 2 123 64 379 B 3 421 5931 70 658 | 6342 575 5 7
in 12| 25200 23 7.44 76 7 1.25 7.5; 33.12 1 7 354 s8.84 0 6.31 $3.69 0.65 o5 77
13 25215713 67 826 49 6 141 87: 3119 3 8 84| 5950 54 471 | 6529 659 60 6
1 25216213 450 797 194 73 T4z 80 EEX) 48 1 3358 | 5030 2 655 | 6345 | 069 s 7
15 25222319+ 5.04 8.14 247 4.35 0.6 134 8.4 33.73 6.47 Al 857 34.19 57.24 0.72 37.40 62,60 0.79 60 pal
16 25228424 389 7.34 3.20 5.57 0.6 142 75 3406 7.00 68 7.63 34.55 57.82 0.69 37.40 62.60 075 85 80
QUALITY ASSURANCE/QUALITY CONTROL DATA
STDALSWS-41/25|
Certified Valus
Standard Deviation|
Unie|
Analyzed value| _
Thais -t
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